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Réazova zat‘aiovacia_s_kﬁ_élg_; - Shock load test I R

* Vieobecné lidaje - General information Zékazka ¢. / Order .

Obledndvatel /Cllent:  STRABAG s.1.0, oblast ZAPAD, Miynské nivy 61/A, SK-82724 BRATISLAVA objednavka

| Zholowiel/Contractor.  STRABAG s.r.o., Miynské nivy 61/A, SK-82518 BRATISLAVA,

Technické tdaje stavby - Technical building data:

Stavba / Project (Building): Priprava cestnej infradtruktdry - strategicky park Nitra
Objekt / Building object: SO: 516

Konstrukeia / Construction: 162ko )
Sktiska bola vykonana v stlade s - test was made accordance with:

Norma, predpis, ...: Skdsobny postup: RozSirené neistota Utk=2): Odchyiky od skasobného postupy:
Norm, regulation, ...: Test procedure: Expana. uncertainity Uk=2):  Deviation from test procedure;

_STN 736192:2011 ———__ SP-209  30% —_______Ziade 000 — |
Technické Udaje o vzorke a odbere - Technical specifications about the sample and sampling: {N)
Nézov materigiu; s .

Material namer tazené kamenivo
Druh materidiu; .
Materis! ype: Cierna Voda 0/22
Miesto merania: Stanitenie: . o
Measuring site: stavba j‘a(ﬂrhﬂ _VI;", m_zsﬁ ———— _
Udaje o skuske a vysieaky - Data of test and results: Zaciatok skasky (datum-cas):
4 4 4 Test begining (date-time): 19.06.2018
Zdznamovy lis &.: Korelaény sudnitef- Koniec skiliky (détum-cas):
Records note nr.: SPB/2018/. 2198h Correlation factor: Test entling (date-time): 19'06'2018
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 Poliadavka-Requirement: - e “Edef, [MPa] |
Minimaina tnosnost le podfa poziadaviek T KP a stvisiacich noriem e
Pozndmky - Comments: B
B ic_@o_wEfd_bo_".PLep@f!a_né_gomeeolJ_SEHit_efa_3.0_(9rzdaﬂi_ma_wiéli_nﬂogqgtu.@@f_z na zéklade z4pisu v stavebnom denniky, _ N
Skiisal - Tested by: Kontroloval - Controled by: ' Schvilil - Confirmed by:
SMATANA Zoltén_ KU(?%M@Q&;'_;_' : Ing. DANCS Norbert
o SR {' v | veduci laboratéria a skupiny
Détum vystavenia: ¢ | s
| Date of issuance: 10.07.2018 | \ e A AS
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