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F | Reg.No.211/5-176

TPA Spoloénost’ pre zabezpecenie kvality a inovacie s.r.o.

Milynské Nivy 61/A, 825 18 Bratislava 11, Slovensko
skupina ZAPAD - pracovisko Podunajské Biskupice
Svornosti 69, 821 06 BRATISLAVA - Podunajské Biskupice //\
tel: +421 2 40206777, fax: +421 2 40206735 “Defyala™

Protokol / Protocol: SPB/2018/287h

- Razova zat'aZovacia skuska - Shock load test

Vseobecné tdaje - General information Zékazka & / Order nr.
Objednavatel / Client: ALPINE SLOVAKIA, spol. s r.0., VIgie hrdlo 324/90, SK-82107 BRATISLAVA objednéavka
_ Zhotovitef / Contractor: ALPINE SLOVAKIA, spol. s r.o., VIZie hrdio 324/90, SK-82107 BRATISLAVA,

Technické tidaje stavby - Technical building data:
Stavba/ Project (Building):  Priprava cestnej infrastruktdry - strategicky park Nitra
Objekt / Building object: SO: 516 odvodnenie parkoviska OV
Konstrukcia / Construction: obsyp OLS DN 1700
Skiiska bola vykonana v stilade s - test was made accordance with:
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Norma, predpis, ...: Skigobny postup: Rozéirend neistota Uk=2): Odchylky od skisobného postupu:
Norm, regulation, .. Test pracedure: Expand. uncertainity U(k=2):  Deviation from test procedure;
STN 736133: 2010 priloha G; STN 736192:2011 SP-Z09 3,0% Ziadne - B
Technické udaje o vzorke a odbere - Technical specn" cations about the sample and sampling: (N)
Nézov materiglu:
Material name: tazené kamenivo
Druh materidlu: . -
Material type: 8/32 Cierna Voda
Miesto merania: Stanicenie: . L,
Measuring site: stavba Stationing: vid'. nizsie
ljdaje o skuske a vysledky - Data of test and results: Zaciatok skisky (Odtum-cas): 15.02.2018
Test begining (date-time): s
Zéznamovy Iis ¢&.: Korelaény sicinitef: Koniec skusky (détum-Cas):
Records note nr. SPB/2018/287h Correlation factor: 2 Test ending (date-time): 15.02.2018
Miesto merania / place of measurement Dynamicky modul | Modul deformécie Priemerny def. modul
Dynamic module Deformation module Average def. module
Evd [MPa] Edef, [MPa] Edef, [MPa]
km 0,229 , 23,3 j 46,6
km 0,232 | 22,9 _ 45,8 454
km 0,235 21,9 | 43,8
' PoZiadavka - Requirement: - Edef, [MPa]
Minimélna unosnost je podfa poZiadaviek KSP a stvisiacich noriem S : -
Poznamky - Comments: '
Hodnoty Evd boli prepo&itané pomocou suginitela 2,0 (pre dany material) na hodnotu Edef2 erenpemt T (N)
Skasal - Tested by: Kontroloval - Controled by: Schvilil - Confirmed by:
SMATANA Zoltan_ o KUQHA:F; Jaroslav Ing. DANCS Norbert
e T (" veduci laboratéria a skupiny
Déatum vystavenia: N\ ~
Date of issuance;  10-02.2018 | ﬂ .
Viysledky skiSok sa tykajii predmetu skisky a nenahrédza;u iné ( fy (napr. spravneho charakteru), ktoré su pozad vané orgé $tétneho odborného dozoru padfa Specifickych predpisov. Proldkol méZe
byt reprodukovany flen cely, jeho dast iba po pisomnom suhlase Iaborafdria. Vyjadrenie stladu / nesiladu sa wztahuje len na sulad, nehodnoti kvalitu iSanéhg’ maleridly.
Results from the test are in accordance with the test and they aren‘t substituted by any dc s, which are required by stale agency of the expert supervision according to reguiations. Report be used only
complste, her part can be used only after writlen consent of the laboratory. Statement of ot pli /noncomp. applies only fo c f , does not iuate the quality of”tested maleriai.
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